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Client: SPRAGUE ENERGY Report No: 176

Product :  #6 Fuel Ol SGS File No ;. 783897
Client Ref:  V-(15-00623

LIMSNo: 176-1157 LabNo: P111501297
Sample Descviption 1 Shoretank 11, Composite UML sample, After discharge ’ﬁ IJ l l l b l J l A 9 / +
Barge B - 195, Sampled at Sprague Quiney, MA. Sampled
hy 8GS.
Tested On . 41272005
ASTM DD 40652 AP] Gravity @ 60F, Cale 13.9 °
ASTM D 93b Flashpoint, PMCC 224 o
ASTM D 4204 Total sulfor content 0479 Wi-%%
ASTM ID 445 Kinematic Viscosily, 122°F
Kinematic Viscosity, 122|F 2749 cat
Kinematic Viscosity, 122/ 129.90 SES

ASTM D 97 Pour Point T F
ASTM D 97 Pour Point 21 °C
ASTM D 1796 Watcr and Sedimend by Centrifuge G.150 Yo vol
D473 Sediment by IExtraction 0.08 val%
ASTM D93 Water by Distillation (.100 Vol-%%
ASTM D 189 Conradson Carbon Residue 6.1 %
1P 143 Asphaltenes 1.4 Wi-%
ASTM D 482 Ash 0.0776 Wt- %
ASTM DI 5863 B Sodium, MDL=1 9 ppm
ASTM D2 3863 B Vanadium, MDL=1 6 ppm
ASTM D 5762 Nilrogen by Chemiluminescence 0.29 Wi-%
ASTM D 248 Gross Heat of Combustion 18676 Btu/tb
ASTM D 246 Gross Heat of Combustion 151444 Btu/pal

SPRAGUE PROVICES THE ATTACHED INSPECTION REPORT/ANALYSIS
o REPRESENTING THE SPECIFICATIONS OF THE PRODUCT AT THE SPRAGUE, 41122005
SUDSIVISOV S e TERRNAL N TANK ON THE DATE OF INSPECTION NOTED ON THE CERTIFEARE, U147
THIS ANALYSIS IS PROVIDED TO THE CUSTOMER FOR THE PURPOSE OF
Kenneth Decic  ESTABLISHING THE INDEPENDENTLY VERIFIED PRODUCT SPECIFICATION ON
A COMPOSITE BASIS IN SPRAGUE'S TERMINAL SHORE TANK AS NGTED ON THE
CERTIFICATE. THE INSPECTION REPORT IS NOT TO BE USED FOR ANY OTHER
PURPOSE. SPRAGUE DISCLAIMS ANY LABILITY FOR THE PRODUCT AFTER DELIVERY
BY SPRAGUE TO CUSTOWER, SPRAGUE DISCLAIMS ANY WARRANTY OF
MERCHAKTABILITY OR FITNESS FOR AN INTENDED USE EXCEPT AS MAY BE SPECFICALLY
SET FORTH IN WRITING IN ANY CONTRACT OR TERMS OF SALE BETWEEN SPRAGUE
AND A BUYER CF PRODUCT. SPRAGUE ASSUMES NO LIABILITY FOR CLAMS OR LOSSES
THAT AY ARISE FROM CUSTOMERS USE OF THIS INSPECTION REPORT/ANALYSIS,
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SGS North America inc. Cff, Gas & Chemicals Services 324 Marginal 81 Chelsea MA 02072
TEL: (617) B89-07T73 FAX: [617) 888-302%




